
Geochemical
Lab Report

Bondar-Clegg, Inc.
12980 West Cedar fr.
Lakewood okirado 80228

(303) 989-1404

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-32300.4 ( COMPLETE ) REFERENCE INFO: 0-320

CLIENT: BROHM MINING CORP. SUBMITTED BY: J. BARRON
PROJECT: R89-604 DATE PRINTED: 27-0CT-89

NUMBER OF LOWER
ORDER ELEHENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 64 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 64 2 -150 64 Assay Prep 64
Excessive Wetness 1220
Sample Pickup 1

REMARKS: Final -results are reported.

REPORT COPIES TO: MR. JIM BARRON INVOICE TO: MR. JIM BARRON
HR. JIM BARRDit

Bondar-Clegg, Inc. 
12980 West Cedar ~ 
Lakewood, C rado 80228 
(303) 989-1404 
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A DIVISIO OF INCHCAPE INSPECTION & TESTING SERVICES 

REPORT: 089-32300.4 ( CONPLETE) 

CLIENT: BROHN NINIMG CORP. 
PROJECT: R89-604 

ORDER 

1 Au 

ELENENT 

Gold 

SAl'IPLE TYPES 

D DRILL CORE 

NUl'IBER 

64 

REl'IARKS: Final ·results are reported. 

REPORT COPIES TO: NR. JIN BARRON 
'11111 J Ja, KUh"h'IIN 

MUNDER OF LOWER 
ANALYSES DETECTION LINIT EXTRACTION 

0.002 OPT 

SIZE FRACTIONS 

2 -150 

NUl'IBER 

64 

REFERENCE INFO: 0-320 

SUBNITTED BY: J. BARROM 
DATE PRINTED: 27-0CT-89 

NETHOD 

Fire Assay 

SANPLE PREPARATIONS NUMBER 

Assay Prep 
Excessive Wetness 
Sa1ple Pickup 

64 
1220 

1 

INVOICE TO: NR. JIN BARROM 
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Geochemical
Lab Report

REPORT: 089-32300.4
.DATE PRINTED: 27-QCT-89_ _ _ _ _ _ _ _ _
iPfOkCTt R89-604 • r p ,f PAGE

SAMPLE ELEMENT Au SAMPLE
NUMBER UNITS OPT NUMBER

ELEMENT- __

D2 R89-604-0-5 <0.002 D2 R89-604-
----

D2 R89-604-5-10 <0.002 D2 R89-604-205-210 0.004
D2 R89-604-10-15 <0.002 D2 R89-604-210-215 0.002
D2 R89-604-15-20 <0.002 D2 R89-604-215-220 0.006
D2 R89-604-20-25 <0.002 D2 R89-604-220-225 <0.002

D2 R89-604-25-30 0.002 D2 R89-604-225-230 <0.002
D2 R89-604-30-35 0.002 D2 R89-604-230-235 <0.002
D2 R89-604-35-40 0.015 D2 R89-604-235-240 <0.002
D2 R89-604-40-45 <0.002 D2 R89-604-240-245 <0.002
D2 R89-604-45-50 <0.002 D2 R89-604-245-250 <0.002

02 R89-604-50-55 <0.002 02 R89-604-250-255 <0.002
D2 R89-604-55-60 <0.002 02 R89—604-255-260 <0.002
02 R89-604-60-65 <0.002 D2 R89-604-260-265 <0.002
02 R89-604-65-70 0.002 02 R89-604-265-270 <0.002
02 R89-604-70-75 <0.002 02 R89-604-270-275 <0.002

02 R89-604-75-80 <0.002 02 R89-604-275-280 <0.002
02 R89-604-80-85 <0.002 02 R89-604-280-285 <0.002
02 R89-604-85-90 <0.002 02 R89-604-285-290 <0.002
02 R89-604-90-95 <0.002 02 R89-604-290-295 <0.002
02 R89-604-95-100 <0.002 02 R89-604-295-300 <0.002

02 R89-604-100-105 <0.002 02 R89-604-300-305 <0.002
02 R89-604-105-110 <0.002 02 R89-604-305-310 <0.002
02 R89-604-110-115 <0.002 02 R89-604-310-315 <0.002
02 R89-604-115-120 0.002 02 R89-604-315-320 <0.002
02 R89-604-120-125 0.002

02 R89-604-125-130 <0.002
02 R89-604-130-135 <0.002
02 R89-604-135-140 0.002
02 R89-604-140-145 <0.002
02 R89-604-145-150 <0.002

02 R89-604-150-155 <0.002
02 R89-604-155-160 <0.002
02 R89-604-160-165 <0.002
02 R89-604-165-170 0.003
02 R89-604-170-175 <0.002

02 R89-604-175-180 <0.002
02 R89-604-180-185 <0.002
02 R89-604-185-190 <0.002
02 R89-604-190-195 <0.002
02 R89-604-195-200 <0.002

Bomlar-Clegg, Inc. 
12980 West Cedar I);.. 
Lakewood, ,okm1do 80228 
(303) 989-1404 

REPORT: D89-32300.4 

SA"PLE ELENEMT 
HUNBER UNITS 

D? R89-604-0-S 
D? R89-604-5-10 
D2 R89-604-10-15 
D2 R89-604-15-20 
D2 R89-604-20-25 

D2 R89-604-25-JO 
D2 R89-604-30-35 
D2 R89-604-JS-40 
D2 R89-604-40-45 
D2 R89-604-45-50 

D2 R89-604-S0-55 
02 R89-604-55-60 
D2 R89-604-60-65 
D2 R89-604-65-70 
D2 R89-604-70-75 

02 R89-604-75-80 
D2 R89-604-80-85 
D2 R89-604-85-90 
02 R89-604-90-95 
02 R89-604-95-100 

O? R89-604-100-105 
02 R89-604-105-110 
02 R89-604-110-115 
02 R89-604-115-120 
02 R89-604-120-125 

D2 R89-604-125-1JO 
D2 R89-604-130-135 
D2 R89-604-1JS-140 
D2 R89-604-140-145 
D2 R89-604-145-150 

D2 R89-604-150-155 
D2 R89-604-155-160 
D2 R89-604-160-165 
D2 R89-604-165-170 
D2 R89-604-170-175 

D2 R89-604-175-180 
D2 R89-604-180-185 
D2 R89-604-185-190 
D2 R89-604-190-195 
D2 R89-604-195-200 

. ' 

Au 
OPT 

(0.002 
(0.002 
(0.002 
{0.002 
(0.002 

0.002 
0.002 
0.015 

{0.002 
(0.002 

(0.002 
(0.002 
{0.002 
0.002 

(0.002 

(0.002 
(0.002 
(0.002 
(0.002 
{0.002 

{0.002 
{0.002 
(0. 002 
0.002 
0.002 

(0.002 
(0.002 
0.002 

(0.002 
(0.002 

(0.002 
(0.002 
(0.002 
0.003 

{0.002 

(0.002 
(0.002 
(0.002 
(0.002 
(0.002 

BC ~ 
BONDAR-CLEGG 

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES 
,DQTE PRTHTED: ?7-QCT-89 

I P~OJECT: R89-604 ~ 

SAl'IPLE 
HU"BER 

D2 R89-604 { 

D2 R89-604-205-210 0.004 
D2 R89-604-210-215 0.002 
D2 R89-604-21S-220 0.006 
D2 R89-604-220-225 (0.002 

D2 R89-604-225-2JO (0.002 
D2 R89-604-230-235 (0.002 
D2 R89-604-235-240 (0.002 
D2 R89-604-240-245 (0.002 
D2 R89-604-245-250 (0.002 

D2 R89-604-250-255 (0.002 
D2 R89-604-255-260 {0.002 
D2 R89-604-260-265 {0,002 
D2 R89-604-265-270 (0.002 
D2 R89-604-270-275 (0.002 

D2 R89-604-275-280 (0.002 
D2 R89-604-280-285 (0,002 
D2 R89-604-285-290 {0.002 
D2 R89-604-290-295 (0.002 
D2 R89-604-295-JOO (0.002 

02 R89-604-J00-305 (0.002 
D2 R89-604-305-310 <0.002 
02 R89-604-310-315 (0.002 
02 R89-604-J15-320 (0.002 

Geochemical 
Lab Report 
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BONDAR CLEGG

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303)989-1404

BROHM MINING CQRP„ 
MR. JIM BARRON 
P.O. BOX 4813 
DEADUOOD, SD 
57732

Invoice 3 0015726, Page i

Date s 30 - OCT--89

Report Nos 089-32300.4 
Pr oj ect s R 89 ~604 
References 0-320

64 Analyses of Gold at * 7. 00 $ 448.00
Subtotal $ 448.00 * 448.00

S a ni p 1 e P r e p a r a t i o n
64 Samples of Assay Prep at $ 3.00 * 192.00

1220 Samples of Excessive Wetness at * 0.20 * 244.00
1 Sample of Sample Pickup at *12.00 * 12. 00

Su btotal * 448.00 * 448.00

Miseellaneous Charges
4% S.D.. state sales tax * 17. 92
S.% Dead wood city sales tax * 8. 96

Subtotal * 26. 88 * 26. 88

Invoice Totalu * 922.88

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED
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THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 
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Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404 ^ * BC

BONDARCLEGG

Geochemical
Lab Report

A DIVISION OF 1NCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-32301.4 ( COMPLETE > REFERENCE INFO: 320-655

CLIENT: BROHM MINING CORP. SUBMITTED BY: J. BARRON
PROJECT: R89-604 DATE PRINTED: 27-0CT-89

ORDER ELEMENT
NUMBER OF LOWER
ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 67 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 67 2 -150 67 Assay Prep 67
Excessive Wetness 1544
Sample Pickup 1

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARRON INVOICE TO: MR. JIM BARRON
HR. Jlil.BflBSOB

----------------r ------------ ---- -~-------

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado '«l228 
(303) 989-140<: , ~ • BC 

BONDAR-CUGG 

Geochemical 
Lab Report 

A DI\ I 10:'< OF I 'CHCAPI:. lt'iSPFCTIO'I & TESTING SER\ IU: 

REPORT: 089-32301.4 < CO"PLETE > 

CLIENT: BROHN "IHIH6 CORP. 
PROJECT: R89-604 

ORDER 

1 Au 

ELEl'IEHT 

Gold 

SANPLE TYPES 

D DRILL CORE 

HUNBER 

67 

RENARKS: Final results are reported. 

REPORT COPIES TO: ~R. JIN BARROM 
PIK .11 .. .......... 11N 

HUNBER OF LOWER 
ANALYSES DETECTION LINIT EXTRACTION 

67 0,002 OPT 

SIZE FRACTIONS 

2 -150 

NUNBER 

67 

REFERENCE IHFO: 320-655 

SUB"ITTED BY: J. BARROM 
DATE PRINTED: 27-0CT-89 

Fire Assay 

SANPLE PREPARATIONS HUNBER 

Assay Prep 
Excessive Wetness 
Sa•ple Pickup 

67 
1544 

1 

INVOICE TO: NR. JIN BARRON 



Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303)989-1404

Geochemical
J^ab Report

BONDAR-CLEGG f—! nnr p H G

A DIVISION OF INCHCAPE INSPECTION & TESTING SEI

REPORT: D89-32301.4

SAMPLE ELEMENT Au SAMPLE
NUMBER UNITS OPT NUMBER

D2 R89-604-320-325 <0.002 
D2 R89-604-325-330 <0.002 
D2 R89-604-330-335 <0.002 
D2 R89-604-335-340 <0.002 
D2 R89-804-340-345 <0.002

D2 R89-604- 20-525 <0.002
D2 R89-604-525-530 0.011
K R89-604-530-535 0.008
D2 R69-604-535-540 0.002
D2 R'89-804-540-545 0.003

D2 R89-604-345-350 <0.002 D2 R89-604-545-550 0.007
D2 R89-604-350-355 0.004 D2 R89-604-550-555 <0.002
1)2 R89-604-355-360 <0.002 D2 R89-604-555-560 <0.002
D2 R89-604-360-365 <0.002 D2 R89-604-560-565 <0.002
D2 R89-604-365-370 <0.002 D2 R89-604-565-570 <0.002

DE R89-604-370-375 <0.002 D2 R89-604-570-575 <0.002
D2 R89-604-375-380 <0.002 D2 R89-604-575-580 <0.002
D2 R89-604-380-385 0.008 D2 R89-604-580-585 0.003
D2 R89-604-385-390 0.005 D2 R89-604-585-590 <0.002
D2 R89-604-390-395 0.002 D2 R89-604-590-595 <0.002

D2 R89-604-395-400 <0.002 D2 R89-604-595-600 0.002
D2 R89-604-400-405 0.002 D2 R89-604-800-805 <0.002
D2 R89-604-405-410 <0.002 D2 R89-804-605-610 0.003
D2 R89-604-410-415 <0.002 D2 R89-604-610-615 <0.002
D2 R89-604-415-420 <0.002 D2 R89-604-615-620 <0.002

D2 R89-604-420-425 0.002 D2 R89-604-620-625 <0.002
D2 R89-604-425-430 <0.002 D2 R89-604-625-630 <0.002
D2 R89-604-430-435 <0.002 D2 R89-604-630-635 <0.002
D2 R89-604-435-440 <0.002 D2 R89-604-635-640 0.002
D2 R89-604-440-445 <0.002 D2 R89-604-640-645 0.002

D2 R89-604-470-475 <0.002
D2 R89-604-475-480 <0.002
DE R89-604-480-485 <0.002
D2 R89-604-485-490 <0.002
D2 R89-604-490-495 <0.002

D2 R89-604-495-500 <0.002
D2 R89-604-500-505 <0.002
D2 R89-604-505-510 <0.002
D2 R89-604-510-515 <0.002
D2 R89-604-515-520 <0.002

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404... - .. 

REPORT: 089-32301.4 

SAIIPLE ELE"EHT 
HUNBER UNITS 

D2 R89-604-320-325 
D2 R89-604-325-330 
D2 R89-604-330-33S 
D2 R89-604-33S-340 
D2 R89-604-340-345 

D2 R89-604-345-350 
D2 R89-604-350-355 
D2 R89-604-35S-360 
D2 R89-604-360-365 
D2 R89-604-365-370 

D2 R89-604-370-375 
D2 R89-604-37S-380 
D2 R89-604-380-38S 
D2 R89-604-385-390 
D2 R89-604-390-395 

D2 R89-604-395-400 
D2 R89-604-400-40S 
D2 R89-604-40S-410 
D2 R89-604-410-415 
D2 R89-604-41S-420 

D2 R89-604-420-425 
D2 R89-604-425-430 
D2 R89-604-430-435 
D2 R89-604-435-440 
D2 R89-604-440-445 

D2 R89-604-445-450 
D2 R89-604-450-455 
D2 R89-604-45S-460 
D2 R89-604-460-465 
D2 R89-604-465-470 

D2 R89-604-470-475 
D2 R89-604-475-480 
D2 R89-604-480-485 
D2 R89-604-485-490 
D2 R89-604-490-495 

D2 R89-604-495-SOO 
D2 R89-604-500-505 
D2 R89-604-505-510 
D2 R89-604-510-515 
D2 R89-604-515-520 

Au 
OPT 

(0.002 
(0.002 
(0.002 
(0.002 
(0.002 

(0.002 
0.004 

(0.002 
(0.002 
<0.002 

<0.002 
(0.002 
0.008 
0.005 
0.002 

(0.002 
0.002 

(0.002 
(0.002 
(0.002 

0.002 
(0.002 
(0.002 
(0.002 
(0,002 

0.002 
0.003 

(0.002 
(0.002 
(0.002 

(0.002 
(0. 002 
(0.002 
(0.002 
(0.002 

(0.002 
(0.002 
(0.002 
(0.002 
(0.002 

BC 
BO DAR-CLEGG 

SA"PLE 
HUl'IBER 

D2 R89-604 20-525 
D2 R89-604-525-53 
D2 R89-604-530-535 0.008 
D2 R89-604-535-540 0.002 
D2 R89-604-540-545 0.003 

D2 R89-604-S45-550 0.007 
D2 R89-604-550-555 (0.002 
D2 R89-604-555-S60 (0.002 
D2 R89-604-560-565 (0.002 
D2 R89-604-S6S-570 {0,002 

D2 R89-604-S70-S75 (0.002 
D2 R89-604-575-580 (0.002 
D2 R89-604-S80-58S 0.003 
D2 R89-604-585-S90 (0.002 
D2 R89-604-590-59S (0. 002 

D2 R89-604-595-600 0.002 
D2 R89-604-600-605 (0.002 
D2 R89-604-605-610 0.003 
D2 R89-604-610-61S (0.002 
D2 R89-604-615-620 (0.002 

D2 R89-604-620-625 (0.002 
D2 R89-604-625-630 (0.002 
D2 R89-604-630-635 (0.002 
D2 R89-604-635-640 0.002 
D2 R89-604-640-64S 0.002 

D2 R89-604-64S-650 (0.002 
D2 R89-604-650-655 0.005 

7 
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BONDAR CLEGG

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

BROHM MINING CORP. 
Mr. JIM BARRON 

P.O. BOX 465 
DEADUOOD, SD 
5773c!

Invoice s D015785, Page 1 

Date s 30—OCT-89

Report No: 689-38301.4 
Project s RS9--604 
Re fer ence s 380-655

67 Analyses of Gold 
Subtotal

Sampie Pre p a ration
67 Samples of Assay Prep 

3.544 Samples of Excessive Wetness 
:t Sample of Sample Pickup 

Subtotal

M i s c e 11 a n e o u s C h a r g e o

A% 8.D. state sales tax 
8% Deadwood city sales tax 

Subtotal

a t $ 7.00 * 469.00
t 469.00 $ 469.00

at $ 3.00 % 201.00
at $ 0.80 $ 308.80
at $12.00 $ 18.00

% 581.60 * 521.80

$ 20. 87
$ 10. 44
$ 31.31 $ 31.31

I n v o i c e T o t a 1 u * 1088.11 U.S.

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED
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THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEf\l RENDERFD 

Bondar-Clegg, lnr. 
12980 We5; ( ~ Dr 
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